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CUSTOMER NAME: POLYE MATERIALS CO.,LTD 

SOLUBAG SPA 

ADDRESS: B5 XIONGXING INDUSTRIAL PARK, HIGH-TECH INDUSTRIAL 

DEVELOPMENT ZONE,QINGYUAN CITY, GUANGDONG PROVINCE, 

CHINA 

GENERAL KORNER N° 181 COMUNA DEL EL BOSQUE,SANTIAGO 

 

Sample Name : PVA WATER SOLUBLE BAGS 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : GZIN1704013761MR 

Date of Receipt  : Apr 05, 2017 

Testing Start Date  : Apr 05, 2017 

Testing End Date : Apr 13, 2017 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. GZ Branch Testing 
Center 

 

Eleain Fan 

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1  Plastic Identification FTIR and PGC-MS See results  /  

 

Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

Note: 

/ : Not Apply to the judgment. 

 

Original Sample Photo: 

 

Sample A 
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Test Item: Plastic (See note) Identification  

Sample Description: Bag 

Test Method:  

1) Composition check: With reference to ASTM E1252-98(2013)
 ε1

, analysis was performed by 

Fourier Transform Infrared Spectrometer (FT-IR). 

2) Composition check: With reference to ISO17257:2013, analysis was performed by Pyrolysis Gas 

Chromatography Mass Spectrometry (PGC-MS). 

Test Result: 

Test  Results 

1) Composition check by FT-IR  Characteristic peaks of Plastic (See note) was not found. 

(FTIR spectrum see Fig.1-2) 

2) Composition check by PGC-MS Characteristic peaks of Plastic (See note) was not found. 

 

Conclusion:  

As per test specified above, Characteristic peaks of Plastic (See note) was not found. 

 

Note: 

In this report, “Plastic” means any of the items mentioned in the direction made out of 

polypropylene(PP),polyethylene(PE), poly(vinyl chloride)(PVC), polystyrene(PS), polyamide(PA), 

polyterephthalate, poly(methyl methacrylate)(PMMA). 
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Fig.1-Sample: 
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Fig.2- Extraction 
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Equipment Information:  

Equipment Model Equipment No. Calibration date Next Calibration date 

FTIR NICOLET 5700 GZMR-PL-E028 2016-11-15 2017-11-14 

PGC-MS 
Shimadzu GCMS-

QP2010 
Chem-019-P 2015-05-28 2017-05-27 

Appendix Information: 

The results of this test report were copied from the report No. GZIN1704013710PS. 

******** End of report******** 
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